README File 
Contact – Carson Meredith - carson.meredith@chbe.gatech.edu
File Information: 
Zip file contain excel files with ultimate tensile strength of 3D printed free standing films at various conditions using the HTMECH as the testing machine. 
PC- Polycarbonate were printed at various temperatures (as specified in the files)
PCL- Polycaprolactone were all printed at the same temperature 
Wait time for bilayer films refer to the print time between the first and second layer.


