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METHODS FOR SOLUBILIZING AND 
RECOVERING FLUORINATED COMPOUNDS 

CROSS REFERENCE TO RELATED 
APPLICATIONS 

This application is the U.S. National Phase of PCT Inter­
national Application No. PCT/US02/17110, filed May 30, 
2002, which claims priority to U.S. Provisional Application 
No. 601294,909, filed May 30, 2001, the disclosure of each of 
which are incorporated herein by reference in their entirety. 

STATEMENT OF RIGHTS TO INVENTIONS 
MADE UNDER FEDERALLY SPONSORED 

RESEARCH 

This invention was made with Govermnent support under 
Grant No. CHE-9815320, awarded by the National Science 
Foundation. The govermnent has certain rights in this inven­
tion. 

TECHNICAL FIELD 

2 
Crystallizing under gas pressure, in which an organic com­

pound is made to melt by the addition of carbon dioxide 
pressure and then is made to crystallize by the slow release of 
the carbon dioxide, is described in Freund and Steiner, Crys-

5 tallization under Gas Pressure" in High Pressure Engineer­
ing, von Rohr and Trepp, Eds., Elsevier Science B. V. (1996). 
This technique is limited to those few compounds which can 
be made to melt by carbon dioxide pressure at moderate 
temperatures. The growth of crystals from supercritical car-

10 bon dioxide or related fluids is described in U.S. Pat. No. 
4,512,846; Tai and Cheng, AIChE Journal, 41:2227-2236 
(1995). In this technique, an organic compound such as naph­
thalene is dissolved in supercritical carbon dioxide and then 
made to crystallize by slow release of the carbon dioxide 

15 pressure. The observation that highly fluorinated metal com­
plexes have good solubility in supercritical carbon dioxide 
was described in Laintz et al., J. Supercritical Fluids, 4: 194-
198 (1991). The observation that highly fluorinated surfac­
tants have good solubility in carbon dioxide is described in 

20 Consani, K.A. and Smith, R. D.,J. Supercrit. Fluids, 1990, 3: 
51-65 (1990). Polymerization of styrene in solutions with 
compressed carbon dioxide as anti solvent is described in Liu 
et al., J. Supercritical Fluids, 20:171-176 (2001). 

This invention relates to solvent systems for highly fluori-
25 

nated compounds which can be used in a variety of applica­
tions, such as recrystallization and catalysis. 

Fluorous solvents are disadvantageous because of their 
long lifetime in the environment, high cost, and contribution 
to the greenhouse effect. It would be advantageous ifthe use 
offluorous solvents could be avoided in salvation, recrystal­
lization and catalytic reaction techniques using fluorinated 
compounds. BACKGROUND ART 

30 
Fluorous biphasic catalysis methods have been described 

in the art. A review of fluorous phase separation techniques in 
catalysis is described in de Wolf et al., Chem. Soc. Rev. 28(1 ): 
37-41(1999); Hope and Stuart, J. Fluorine Chem., 100(1-2): 
75-83 (1999); Fish, R.H., Chem. Eur. J, 5:1677-1680 (1999); 35 
and Barthel-Rosa and Gladysz, Coard. Chem. Rev., 192: 587-
605 (1999). Fluorous biphasic catalysis is a method of homo­
geneous catalysis that allows the catalyst and the products to 
be separated after the reaction. In this scheme, shown in FIG. 
1, a highly fluorinated catalyst is dissolved in a highly fluori- 40 
nated solvent (the fluorous solvent) and organic reagents are 
dissolved in a traditional organic liquid. The two liquid solu­
tions are placed together, and the reaction takes place, often 
requiring heating and stirring. After the reaction, the organic 
products are removed by pipetting off the organic liquid solu- 45 
tion. The catalyst remains in the fluorous liquid. Unfortu­
nately, the fluorous solvents used as the lower liquid phase are 
usually volatile, environmentally damaging and expensive to 
replace. An example of fluorous biphasic catalysis is the 
fluorous biphase hydroformylation of olefins as described in 50 
Horvath and Rabai (1994), Science 266(5182): 72-75. 

SUMMARY OF THE INVENTION 

Methods of enhancing the solubility of a fluorinated com­
pound in an organic solvent are provided. In one embodiment, 
the solvent is non-halogenated. In one embodiment, the 
method comprises applying carbon dioxide gas to the solvent 
at a pressure effective to enhance the solubility of the fluori­
nated compound. The pressure of the carbon dioxide gas is, 
for example, in the range of 30-300 bar, or in the range of 
40-90 bar. The organic solvent is or comprises, for example, 
pentane, hexane, heptane, octane, nonane, decane, cyclopen-
tane, cyclohexane, dioxane, benzene, toluene, xylene, ether, 
diisopropylether, ethyl acetate, tetrahydrofuran, triethy­
lamine, tripropylamine, N,N,N',N'-tetramethylethylenedi­
amine, methylene chloride, chloroform, chlorobenzene, 
acetone, nitrobenzene, acetonitrile, formamide, acetamide, 
dimethylformamide, dimethylacetamide, nitromethane, 
methanol, ethanol, propanol, butanol, isopropanol, sec-bu­
tanol, tert-butanol, ethylene carbonate, propylene carbonate, 
glyme, diglyme, dimethylsulfone, or dimethylsulfoxide, or 
mixtures thereof The method may further include recrystal-
lizing the fluorinated compound by reducing the pressure of 
the carbon dioxide gas, for example over 24 hours or less, or 
over 4 hours or less. The fluorinated compound is for example 

Supercritical antisolvent precipitation, in which a solid 
compound is dissolved in an organic solvent and then made to 
precipitate as a fine powder by the rapid addition of carbon 
dioxide gas, has been described in Reverchon, E., J. Super­
crit. Fluids, 15: 1-21 (1999); Bertucco,A., "Precipitation and 
crystallization techniques" in Chemical Synthesis using 
Supercritical Fluids; Jessop and Leitner, Eds.; Wiley-VCR: 

55 a catalyst, such as an organic compound or an organometallic 
complex of a main group metal, main group semimetal, tran­
sition metal, actinide or lanthanide. The catalyst can include 
one or more highly fluorinated ligands or groups. 

Weinheim, 1999, pp 108-126; and Field et al. J. Am. Chem. 
Soc., 122, 2480-2488 (2000). The article by Field also 
described a somewhat slower addition of carbon dioxide gas 
in order to obtain very small crystals of the solid compound. 

Methods of synthesis and separation in which organic/ 
fluorous phase separation techniques are used to effect sepa­
rations, and compositions of matter comprising fluorous Si, 
Sn and Ge compounds are described in U.S. Pat. Nos. 6,156, 
896; 6,376,676; 6,372,906; 5,777,121; and 5,859,247. 

Also provided are methods of recrystallizing a fluorinated 
60 compound in an organic solvent, such as a non-halogenated 

organic solvent, comprising: applying carbon dioxide gas to 
the solvent at a pressure effective to enhance the solubility of 
the fluorinated compound; and recrystallizing the fluorinated 
compound by reducing the pressure of the carbon dioxide gas, 

65 wherein the method further comprises providing a plurality of 
individual sample containers, each container comprising a 
fluorinated compound in the solvent, wherein carbon dioxide 
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gas is applied to the solvent in the individual sample contain­
ers at a pressure effective to enhance the solubility of the 
fluorinated compound; and wherein the fluorinated com­
pounds are crystallized in the individual sample containers by 
reducing the pressure of the carbon dioxide gas. The compo­
nents of the individual samples can be varied. For example, 
the concentration or compound( s) or solvent(s) can be varied. 
The method may further include screening the recrystallized 
fluorinated compounds for crystallinity or purity. 

4 
adsorption of the fluorinated catalyst on the support material. 
The support material having the fluorinated catalyst thereon 
optionally may be separated from the solvent, and optionally 
reused to catalyze one or more additional reactions, thus 
enabling efficient recovery and recycling of the catalyst. 

The fluorinated catalyst may be adsorbed onto the support 
material prior to application of the carbon dioxide pressure, 
and released from the support material after application of the 
carbon dioxide pressure. 

The method may include comprises conducting a plurality 
of the reactions, wherein individual reactions vary in reaction 
conditions. The plurality of reactions may be done in plural 
different reaction containers, wherein individual reaction 
containers comprise an organic solvent, at least one reaction 

In another embodiment, there is provided a method of 10 

conducting a reaction using a fluorinated compound in an 
organic solvent, the method comprising applying carbon 
dioxide gas to the organic solvent at a pressure effective to 
solubilize the fluorinated compound during the reaction. In 
one embodiment, the solvent is non-halogenated. The pres­
sure of the carbon dioxide gas is for example in the range of 

15 substrate, and a fluorinated organometallic catalyst, and 
wherein the method comprises: applying carbon dioxide 
pressure to the reaction containers in an effective amount to 
solubilize the catalyst; permitting the catalyst to catalyze the 
reaction of the substrate to form a product in the reaction 

40 to 90 bar. The fluorinated compound is for example a 
catalyst. Optionally, a plurality of reactions are conducted, 
wherein, for example, different reaction conditions, such as 
reagents, concentration, solvent, or pressure are varied. 

Methods of conducting a reaction in one embodiment com­
prise applying carbon dioxide pressure to an organic solvent 
comprising at least one substrate and a fluorinated catalyst, in 

20 containers; and reducing the carbon dioxide gaseous pres­
sure, thereby to cause precipitation of the catalyst, and 
wherein optionally a fluorinated support material is provided 
in the solvent. 

an effective amount to solubilize the catalyst; and permitting 
the fluorinated catalyst to catalyze the reaction of the sub- 25 

strate to form a product. The carbon dioxide can be applied to 
the solvent at a pressure for example in the range of 40 to 90 
bar. The method may include reducing the carbon dioxide 
gaseous pressure, thereby to cause precipitation of the cata­
lyst, and optionally recovering the catalyst from the reaction 30 

product mixture. Examples of reactions include hydrogena­
tion, hydroboration, hydroformylation, cyclopropanation, 
C-H insertion reactions, oxidation, hydroxylation, isomer­
ization, coupling reactions, olefin metathesis, polymeriza­
tion, hydrosilylation, hydrocyanation, epoxidation, and 35 

Di els-Alder reactions. The catalyst is, for example, an organic 
compound or an organometallic complex of a main group 
metal, main group semimetal, transition metal, actinide or 
lanthanide. In one embodiment, the solvent is non-haloge­
nated. In one embodiment, a fluorous support or polymer is 40 

present in order to help trap the catalyst upon release of the 
C0

2
pressure. 

The reaction containers may be provided within one or 
more sealable reaction vessels. The amount or identity of at 
least one of the organic solvent, the reaction substrate, or the 
catalyst may vary in the different reaction containers. The 
method may further include screening the reaction for a reac­
tion product in the individual containers. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a scheme illustrating fluorous biphasic catalysis. 
FIG. 2 is a scheme illustrating catalysis methods using 

expanded solvents. 
FIG. 3 shows the structure of exemplary fluorinated cata­

lysts. 
FIG. 4 is an x-ray crystallographic structure of compound 

1. 

DETAILED DESCRIPTION 

Provided are methods to enhance the solubility of a fluori­
nated compound in an organic solvent. In one embodiment, 
the fluorinated compound is fully or partially insoluble in an 
organic solvent, and application of carbon dioxide gas pres-
sure to the solvent, to form a C02 -expanded solvent, results in 
enhanced solubility of the fluorinated compound in the sol­
vent. Thus, methods are provided for solubilizing a fluori­
nated compound in an organic solvent by applying carbon 
dioxide gas to the solvent at a pressure effective to solubilize 
the fluorinated compound. Preferably, the fluorinated com­
pound is completely solubilized in the solvent. In one appli­
cation, after application of the gaseous carbon dioxide pres-

In one embodiment a method of conducting a reaction 
using a fluorinated compound in an organic solvent is pro­
vided, comprising applying carbon dioxide gas to an organic 45 

solvent, such as a non-halogenated organic solvent, compris­
ing a fluorinated compound, at a pressure effective to solubi­
lize the fluorinated compound during the reaction; permitting 
the catalyst to catalyze the reaction of the substrate to form a 
product; and reducing the carbon dioxide gaseous pressure, 50 

thereby to cause precipitation of the catalyst; wherein the 
method further comprises including a fluorinated support 
material in the organic solvent, wherein the fluorinated sup­
port material is capable of adsorbing the catalyst when the 
carbon dioxide pressure is reduced. 55 sure, the fluorinated compound can be recrystallized by 

reducing the pressure of the carbon dioxide gas. Optionally, 
the solubility of a reactant, product or catalyst in a solvent 
during a reaction can be enhanced. 

The fluorinated support material is for example a fluori­
nated polymer, or an inorganic or organic support material 
comprising fluorinated organic groups that may be attached 
to the inorganic or organic support material. 

The method may comprise, for example, applying carbon 60 

dioxide pressure to a non-halogenated organic solvent com­
prising at least one substrate and a fluorinated organometallic 
catalyst, in an effective amount to solubilize the catalyst; 
providing a fluorinated support material in the solvent; per­
mitting the catalyst to catalyze the reaction of the substrate to 65 

form a product; and reducing the carbon dioxide gaseous 
pressure, thereby to permit precipitation of the catalyst and 

Also provided are methods of conducting a reaction using 
a fluorinated compound in an organic solvent. In one embodi­
ment, the method comprising applying carbon dioxide gas to 
the organic solvent at a pressure effective to enhance the 
solubility of the fluorinated compound, and preferably com­
pletely solubilize the fluorinated compound. 

As used herein "fluorinated compound" refers to a com­
pound containing one or more fluorine atoms, for example 
comprising carbon fluorine bonds. The fluorine atoms may be 
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present or introduced to the compound by any of a variety of 
methods known in the art. Fluorinated compounds include 
organic and inorganic compounds, including coordination or 
organometallic complexes. In one embodiment the fluori­
nated compound may be a catalyst, such as an inorganic, 
organic or organometallic catalyst. 

6 
Highly fluorinated compounds such as catalysts can be 

recrystallized in C02 -expanded organic solvents and used in 
catalytic reactions. As used herein "highly fluorinated com­
pound" refers to a compound that contains sufficient fluorine 
atoms in the molecule to make the compound have appre­
ciable solubility in fluorous liquids. The percent fluorine by 
mass is, for example, about 20% to 100%, e.g., about 30% to 
80%. The percent fluorine would depend on the structure of 
the compound. A fluorous liquid is a liquid compound con-

Fluorinated catalysts include complexes such as RhCl(P 
(C6H4 Rf)3 ) 3 , RhCl(P(CH2C-H2 Rf)3 ) 3 , 

RuHCl(P(C6H4 Rf)3 ) 3 , and RuHCl(P(CH2 CH2Rf)3 ) 4 , which 
are catalysts for hydrogenation, RhCl(P(CH2CH2 Rf)3 ) 3 , 

which is a catalyst for hydroboration, Rh(H)(CO)(P 
(CH2CH2 Rf)3 ) 3 , which is a catalyst for hydroformylation, 
complexes 1 and 2 which are catalysts for cyclopropanation 
and C-H insertion reactions, and complex 3, which is a 
catalyst for oxidation reactions. Rf is as defined below. 

10 taining a large proportion of fluorine atoms, or a liquid mix­
ture of such compounds. Fluorous liquids are typically but not 
always analogs of traditional organic solvents with some or 
all of the hydrogen atoms replaced by fluorine atoms. 

Organic solvents include alkanes, aromatic compounds, 

Examples of fluorinated compounds include: 
a) Completely or partially fluorinated alkanes, alkenes, 

alkynes, diene, enyne, diyne, aromatic, or related compound 
based upon saturated or unsaturated hydrocarbons but con­
taining attached fluorine atoms or attached Rf groups as 
defined below, (e.g. perfluorohexane C6F 14, perfluoro(meth­
ylcyclohexane) CF 3 C6F 1 u poly(tetrafluoroethylene) 
(CF 2 CF 2 )n, hexafluoro benzene, perfluorokerosene, and non­
afluoro buty lbenzene (F(CF 2 ) 4 C6H5 ); 

15 alcohols, ethers, ketones, nitroalkanes, nitroaromatics, sul­
foxides, carbonates, amides, amines, nitriles, esters, chloro­
carbons, chlorohydrocarbons, other halogenated liquids, and 
ionic liquids. Preferably the organic solvents are non-haloge­
nated. Specific examples of solvents include hexane, cyclo-

20 hexane, dioxane, carbon tetrachloride, benzene, toluene, 
ether, chloroform, ethyl acetate, tetrahydrofuran, methylene 
chloride, acetone, methanol, nitrobenzene, acetonitrile, dim­
ethylformamide, nitromethane, dimethylsulfoxide and 
N-methyl-N-butylimidazolium hexafluorophosphate, as well 

b) Completely or partially fluorinated alcohols RpH (such 
as perfluorodecanol F(CF2 ) 100H or 1H,1H,2H,2H-perfluo­
rooctan-1-ol F(CF2 ) 6CH2 CH2 0H), where Rf is a partially or 
completely fluorinated chain (alkyl, aryl, ether, ester or the 
like) such as (CF2 )nF, CH2 CH2 (CF2 )nF, C 6HiCF2 )nF, 
C6H4 CH2 CH2 (CF2 )nF, (CF2CF2 0)nCF3 , or 
(CF2 CF20 2 C)nCF3 . Rf can be branched or linear. Rf can be 
saturated or unsaturated. Rfcan be nonpolymeric, oligomeric 

25 as mixtures thereof. 
The pressure of the carbon dioxide gas sufficient to 

enhance the solubility of the fluorinated compound, and pref­
erably sufficient to completely solubilize the fluorinated com­
pound is, for example, about 30 to 300 bar, for example, 40 to 

30 90 bar. 

or polymeric, and n is for example an integer from 0 to 100 
e.g. from 1to16; 

c) Completely or partially fluorinated carboxylic acids 35 

R~02H, ethers RpR) or RpR", esters R~02R) or 
R~02R" or R"C02Rfl or similarly substituted or partially 
substituted amines, imines, amides, ketones, diones, phos­
phines, phosphites, phosphates, phosphine oxides, thiols; sul­
fides, sulfoxides, sulfones, nitriles, etc. where Rf is as defined 40 

above and R) is a similar but not necessarily identical group, 
and R" is a nonfluorinated group; 

d) Completely or partially fluorinated diones, or related 
compounds based upon diones but containing attached fluo­
rine atoms or attached Rf groups as defined above, such as 5H, 45 

5H-perfluorononane-4,6-dione; 

The minimum C02 pressure that is useful will depend on 
the choice of fluorinated compound, the amount of fluori­
nated compound, the choice of solvent, the amount of solvent, 
and the temperature. Based on the teachings of this disclo­
sure, without undue experimentation, the appropriate condi­
tions could be selected for a particular fluorinated compound. 

Expansion of an organic solvent by the application of gas­
eous (subcritical) C02 increases the fluorophilicity of the 
solvent to such an extent that the solvent is able to dissolve 
highly fluorinated complexes. This method makes it possible 
to recrystallize such complexes, for example, for the purposes 
of isolation, purification and X-ray crystallography. It also 
permits a reaction/separation method similar to fluorous 
biphasic catalysis but without the need for environmentally 
damaging fluorous solvents. 

An expanded liquid or an expanded solvent is a liquid or 
solvent in which sufficient gas has dissolved to cause the 
volume of the liquid phase to expand. The degree of expan­
sion for a typical organic solvent would be from 10% to 

e) Completely or partially fluorinated aromatic, cyclopen­
tadiene, olefin, diene, polyene, or other compound based 
upon unsaturated hydrocarbons but containing attached fluo­
rine atoms or attached Rf groups as defined above; 

f) Completely or partially fluorinated analogs of other 
classes of ligands or reagents commonly used in homoge­
neous catalysis, metal extraction, combinatorial chemistry, 
organic synthesis, and organometallic chemistry; and 

50 3000% or 30 to 3000% by volume, although the degree of 
expansion of an ionic liquid would be far lower, typically 2% 
to 50%. The gas could be carbon dioxide, ethane, fluoroform, 
propene, or any gas having a critical temperature within 100° 

g) Coordination complexes or organometallic complexes 55 

of main group metals or semimetals, transition metals, 
actinides or lanthanides bearing one or more fluorinated 
ligands. The fluorinated ligands may be fluorinated com­
pounds such as listed above or anions formed therefrom. The 
complexes may also bear one or more nonfluorinated ligands 60 

or ligands oflow fluorine content. Specific examples of com­
plexes include complexes 1-4, RhCl(P(C6H4 Rf)3 ) 3 , RuHCl(P 
(CH2CH2 Rf)3 ) 4 , and Rh(H)(CO)(P(CH2C-H2Rf)3 ) 3 . Spe­
cific examples of metals include Ti, Zr, V, Cr, Mo, W, Mn, Re, 
Re, Ru, Os, Co, Rh, Ir, Ni, Pd, Pt, Au, Sm, and Eu. Specific 65 

examples of nonfluorinated ligands are H, Cl, Br, CO, 
P(CH3 ) 3 , P(C6H5 ) 3 , C2H4 , and CH3 S(O)CH3 . 

C. or 100 K of the temperature at which the experiment is to 
be performed. The enhancement of the fluorophilicity of the 
liquid is only likely to be observed ifthe gas is carbon dioxide 
or a fluorinated gas such as fluoroform (CHF 3 ). Carbon diox­
ide is preferred. 

Recrystallization Methods 
The methods of the invention can be used to recrystallize 

fluorinated compounds, particularly highly fluorinated com­
pounds, such as highly fluorinated catalysts. 

In one embodiment, a highly fluorinated complex is placed 
in a high pressure vessel, along with an amount of organic 
liquid solvent. The amount of liquid solvent should be so 
small that the complex is unable to dissolve to a large extent 
in the liquid solvent. Gaseous C02 pressure is applied, so that 
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supercritical fluid chromatography, gas chromatography, 
nuclear magnetic resonance, polarimetry, and circular dichro­
ism spectroscopy. 

In the individual samples, recrystallization conditions that 
can be varied in the different samples include one or more of, 
concentration or identity of the fluorinated compound, such 
as a catalyst or the choice or amount of solvent. If more than 
one such screening experiment is performed, the experiments 
can differ in terms of the time of application or time taken to 

C02 dissolves in the organic liquid to such an extent that the 
liquid becomes able to dissolve the complex. It is not neces­
sary, and indeed is not preferred, to raise the pressure so high 
that a substantial portion of the organic liquid dissolves into 
the C02 . Stirring may be performed to increase the rate of 
dissolution of the C02 into the solvent and the rate of disso­
lution of the complex into the C02 -expanded liquid solvent. 
After sufficient time has passed to allow for complete disso­
lution of the complex, the stirring should cease and the C02 

pressure may be released as slowly and as isothermally as 
possible, if large crystals are desired. After C02 pressure 
release is complete, the vessel is opened up. Particularly large 
crystals can be obtained by leaving the vessel undisturbed for 
several hours or days after the pressure release is complete. If 
a fine powder is desired, then C02 release could be rapid or 
the expanded liquid solution could be released from the vessel 
through an open valve or orifice. 

10 release C02 pressure. A plurality of samples can be screened 
for recrystallization, for example, 2 or more, 10 or more, 20, 
or more, 50 or more or 100 or more. 

Rapid screening can be conducted to determine optimal 
conditions for crystallization. For example, crystallization of 

The temperature is, for example, -50° C. to 200° C., e.g., 0° 
C. to 100° C. 

15 a fluorinated compound, such as a fluorinated Rhodium com -
plex, can be conducted in an organic solvent or solvent mix­
ture, such as a toluene/DMF mixture, by stirring with a stir bar 
in a small ( eg. 1 dram) vial inside a steel pressure vessel, such 
as those available commercially (e.g., a 160 mL vessel such as 

In some instances, it is more advantageous to release the 
carbon dioxide pressure more quickly, for example, in 4 hours 
or less, 1 hour or less, or about 1 to 4 hours, if by doing so a 
supersaturated solution of the fluorous compound in the sol­
vent is thus obtained. Leaving such a solution undisturbed for 
several days after the C02 pressure release may result in the 
formation of crystals. 

20 the Model 4772 built by Parr Instrument Company). Addi­
tional glass vials are also prepared wherein the components 
are varied. For example, the solvent or solvent ratios are 
varied, or the concentration of the fluorinated complex is 
varied. Different proportions of the organic liquid (such as a 

Rapid Screening of Recrystallization 

25 heavy alkane, cycloalkane or toluene) and the fluorinated 
compound may be placed in each vial, along with a micro stir 
bar. 

In another embodiment, a method of screening different 
recrystallization conditions is provided. In this embodiment, 

The vessel is optionally warmed, for example, to 35° C. and 
C02 (e.g., 20-80 bar, e.g., 68 bar) is added. The solvent in the 
vials is optionally stirred magnetically but the stirring is 
optionally stopped before the C02 pressure is released. The 
vent valve to the vessel is opened, for example, slightly so that 
approximately 1 ml of co2 gas escapes per minute, for 
example over one week. The vessel is opened, and then the 

a plurality of samples of a fluorinated compound are recrys- 30 

tallized as disclosed herein in a solvent, such as an organic 
solvent, such as an organic non-halogenated solvent. The 
recrystallization conditions are varied in the plural samples, 
and then the products of the recrystallization are screened for 
properties, such as crystallinity. 35 crystals can be screened and analyzed, for example, crystal­

lographically. Alternatively, and sometimes more effectively, 
the C02 pressure is released over 1 to 4 hours, after which the 
vessel is opened, the vial capped tightly, and the vial left 

In one embodiment, plural samples are provided that each 
include a fluorinated compound, such as a fluorinated com­
plex, and a solvent. The plural samples are for example placed 
in open vials or wells within a pressure vessel or chamber, 
with or without a stir bar or impeller in each vial or well. 40 

Carbon dioxide gas is applied to the samples at a pressure 
effective to enhance the solubility of the fluorinated com­
pound, and then the pressure of the carbon dioxide gas is 
reduced to recrystallize the fluorinated compound. Compo­
nents of the samples, such as the identity or concentration of 45 

the compound, or the solvent, are varied in the different 
samples. The products of the recrystallization method are 
then screened for a property, such as crystallinity, or purity, 
such as chemical or optical purity. For example, visual, 
microscopic, or diffraction measurements may be used to 50 

evaluate crystallinity. Spectroscopic or chromatographic 
methods can be used to evaluate chemical purity or optical 
purity. In particular, appropriate techniques for determining 
crystallinity would be visual or microscopic methods, or neu­
tron or X-ray diffraction. In particular, appropriate techniques 55 

for determining chemical purity or optical purity would 
include thin-layer chromatography, colunm chromatography, 
liquid chromatography, high pressure liquid chromatography, 
supercritical fluid chromatography, gas chromatography, gel 
permeation chromatography, electrophoresis, nuclear mag- 60 

netic resonance spectroscopy, ultraviolet spectroscopy, vis­
ible spectroscopy, infrared spectroscopy, polarimetry, circu-
lar dichroism spectroscopy, melting point or boiling point 
determination, osmometry, or other spectroscopic or chro­
matographic technique or colligative property measurement. 65 

Optical purity can be evaluated, for example, by liquid chro­
matography including high pressure liquid chromatography, 

undisturbed for example, for a week. The vials can optionally 
be placed only one per pressure vessel, and thus pressurized, 
to avoid cross-contamination if the solvents or fluorinated 
compounds have significant volatility. 

Catalytic Methods 
Reactions can be conducted using a fluorinated compound 

in a solvent, such as an organic solvent, using the methods of 
the invention. For example, carbon dioxide gas pressure is 
applied to the organic solvent at a pressure effective to 
enhance the solubility of the fluorinated compound, and pref­
erably completely solubilize the fluorinated compound dur-
ing the reaction. 

The methods of the present invention have the advantages 
offluorous biphasic catalysis without the need for a fluorous 
liquid solvent. Highly fluorinated homogeneous catalysts are 
typically insoluble in organic liquids. Application of C02 

pressure is used to render them soluble. Thus catalytic sys­
tems are provided which are monophasic (homogeneous) 
during the catalysis and can be made biphasic (heteroge­
neous) after the reaction by release of the C02 pressure. The 
precipitation of the catalyst thus caused allows facile separa­
tion of the catalyst from the products. 

In one embodiment, a highly fluorinated catalyst is placed 
in a high pressure vessel, along with a solution of the organic 
reagents in an organic liquid solvent. No fluorous solvent is 
added, or is required, unlike conventional fluorous biphasic 
catalysis processes. Gaseous C02 pressure is applied, so that 
C02 dissolves in the organic liquid to such an extent that the 
liquid phase becomes more "fluorophilic" and therefore 
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becomes able to dissolve the highly fluorinated catalyst. The 
reaction then takes place. Afterwards, the C02 pressure is 
released, the organic solvent loses it fluorophilicity, and the 
catalyst precipitates. The solution is then optionally removed 
from the vessel through a filter, membrane, filtering material, 
or powder, which catches the insoluble catalyst but allows the 
organic solvent and organic products to pass through. 

10 
reactions, olefin metathesis, polymerization, hydrosilylation, 
hydrocyanation, epoxidation, and Diels-Alder reactions. 

Rapid Screening of Reactions 
In another embodiment, the methods disclosed herein can 

be used in rapid screening or combinatorial applications. In 
this embodiment, plural reactions are conducted, wherein 
each reaction involves the use of a fluorinated compound in a 
solvent, such as an organic solvent, such as a non-halogenated 
organic solvent. In the individual reactions, carbon dioxide 

10 gas is applied to the solvents in each reaction to solubilize the 
fluorinated compound in the solvent during the reaction. 
When a plurality of reactions are conducted, the individual 
reactions can vary in reaction conditions. 

The process for homogeneous catalysis with catalyst 
recovery using a fluorinated catalyst but no fluorous solvent is 
illustrated by way of example in FIG. 2. a) A fluorinated 
compound, for example, highly fluorinated catalyst, an 
organic liquid solvent, and other reagents for the reaction are 
placed in a vessel. At this stage, the catalyst is typically 
insoluble in the organic solvent. b) C02 pressure is added, 
causing the organic liquid to expand in volume and to become 
more fluorophilic, thereby allowing the fluorinated catalyst to 
dissolve in the organic phase. c) After enough time has 
elapsed for the reaction to take place, the solution contains 
products plus optionally some excess reagent(s ). d) The C02 

pressure is vented, so that the solvent returns to approxi­
mately its original volume, and the catalyst precipitates. e) 
The solution is vented from the vessel through a filter. This 
can be, for example, placed at the bottom of the vessel (as 
shown) or, for example, could be a filtered line entering the 
liquid phase from above. The filter catches the insoluble 25 

catalyst, while the solution of reaction products passed 
through the filter. The vessel is therefore empty except for the 
catalyst and some residual gas. (f) Fresh organic liquid and 
reagents are added to start the cycle again. 

The plurality of reactions may be done in plural different 
15 reaction containers. For example, the plural reactant/reagent/ 

solvent/catalyst mixtures are placed in open vials or wells 
within a pressure vessel or chamber, with or without a stir bar 
or impeller in each vial or well. For example, each reaction 
can be conducted in a small (e.g., 1 dram) vial inside a steel 

20 pressure vessel, such as those available commercially (e.g., a 
160 mL vessel such as the Model 4772 built by Parr Instru­
ment Company). One or more such vials may be placed in 
such a vessel. The different individual reaction containers 
may include a solvent, such as an organic solvent, such as a 
non-halogenated organic solvent; at least one reaction sub­
strate; and a fluorinated organometallic catalyst. Carbon 
dioxide pressure may be applied to the reaction containers in 
an effective amount to solubilize the catalyst; the catalyst then 
is permitted to catalyze the reaction of the substrate to form a 
product in the reaction containers; and then the carbon diox­
ide gaseous pressure is reduced, to permit precipitation of the 

The temperature is, for example, -50° C. to 200° C., e.g., 0° 30 

C. to 100° C. 
The catalyst can be isolated by other methods. For 

example, the filter could also be a membrane. For example, a 
fluorinated group such as a polymer could be complexed to 
the catalyst to increase precipitation of the catalyst and reduce 
its solubility in the organic solvent. A material, such as silica 
gel with fluorinated polymeric groups on it can be used to 
capture and precipitate the catalyst. The material may be, for 
example, a polymer or a solid support, beads or powder that 
could be added to the reaction vessel to help trap the precipi­
tating catalyst. The filtering material could be glass powder, a 
glass frit, glass wool, fiberglass, sand, diatomaceous earth, 
silica gel, powdered alumina, powdered polymer, polymer 
beads, chromatographic packing, or any like material. The 
filtering material could be unfluorinated, partially fluorinated 
or completely fluorinated or could be coated in, could incor­
porate, or could be attached to fluorous or fluorinated mate­
rial. 

Application of subcritical gaseous carbon dioxide to an 
organic liquid causes the liquid to expand up to several fold, 
forming an organic/C02 liquid phase mixture which is 
referred to as an "expanded" liquid. Advantageously, the 
present inventors have discovered that the fluorophilicity of 
organic solvents is greatly increased by the dissolution of 
carbon dioxide into the liquid. 

catalyst. 
The amount or identity of at least one of the organic sol­

vent, the reaction substrate, the catalyst, the reagent(s), or 
35 added ligands may vary in the different reaction containers. 

For example, the concentration of the catalyst or reaction 
substrate in different reaction containers can be varied. The 
solvent selected also can be varied. Optionally, ligands which 
could potentially modify the catalyst could be added and 

40 varied. Optionally, the catalyst and/or reaction substrate can 
vary. The time of application or time taken to release C02 

pressure also can be varied. 
The reaction products in the individual reaction containers 

may be screened for a property, such as an electrical, mor-
45 phological, optical, magnetic, biological, medicinal, or 

chemical property. The reaction products in the individual 
reaction containers may be screened for purity, including 
chemical or optical purity, yield, or selectivity for a desired 
product. In particular, appropriate techniques for determining 

50 chemical purity, optical purity, yield, or selectivity would 
include thin-layer chromatography, column chromatography, 
liquid chromatography, high pressure liquid chromatography, 
supercritical fluid chromatography, gas chromatography, gel 
permeation chromatography, electrophoresis, nuclear mag-

55 netic resonance spectroscopy, ultraviolet spectroscopy, vis­
ible spectroscopy, infrared spectroscopy, polarimetry, circu­
lar dichroism spectroscopy, melting point or boiling point 
determination, osmometry, or other spectroscopic or chro-

Catalytic reactions by fluorinated homogeneous catalysts 
can be conducted in C02 -expanded organic solvents. Recy­
cling of catalyst is possible. Thus, the catalyst can be col­
lected off the filteror filtering material and reused. The ad van- 60 
tage of collecting the catalyst include preventing heavy 
metals in the catalyst from contaminating the product; recov­
ery and reuse of the catalyst; and recovery of the catalyst in 
order to recycle its metal content. 

matographic technique or colligative property measurement. 
The plural reaction containers can include for example, 2 

or more, 10 or more, 20 or more, 50 or more, or 100 or more 
reaction containers. 

Fluorinated Support Materials 
In another embodiment, a fluorinated support material is 

65 included in the reaction of a fluorinated compound in a sol­
vent, such as an organic solvent, such as a non-halogenated 
organic solvent. In reactions involving a fluorinated com-

Catalytic reactions include hydrogenation, hydroboration, 
hydroformylation, cyclopropanation, C-H insertion reac­
tions, oxidation, hydroxylation, isomerization, coupling 
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pound, such as a fluorinated organometallic catalyst, a fluori­
nated support material may be included in the organic solvent, 
wherein the fluorinated support material is capable of revers­
ibly binding or adsorbing the compound, such as a catalyst. 
The reaction may include applying carbon dioxide pressure to 
a mixture comprising a solvent, at least one reaction substrate, 
a fluorinated support material and a fluorinated organometal-
lic catalyst; the carbon dioxide being in an effective pressure 
to solubilize the catalyst; permitting the catalyst to catalyze 
the reaction of the substrate to form a product; and reducing 10 

the carbon dioxide gaseous pressure, thereby to cause adsorp­
tion or absorption of the catalyst onto or into the fluorinated 
support material. The fluorinated support material may 
release the fluorinated compound at high pressure co2, for 
example, 10 to 300 bar or more preferably 15 to 140 bar, and 15 

bind or adsorb the fluorinated compound when carbon diox­
ide pressure is reduced. This advantageously enables the flu­
orinated compound, such as a fluorinated catalyst, to be 
recovered more efficiently from the liquid phase upon 
completion of the reaction, which is desirable, for example, 20 

when the catalyst is expensive. 
The fluorinated support material may be, for example, an 

inorganic or organic solid or gel with partly or completely 
fluorinated groups attached. For example, the support mate­
rial may be a fluorous silica or fluorinated polymer. The 25 

material may be, for example, a solid, such as particles, or a 
gel or a film. For example, the material may be a fluorinated 
stationary phase as used in chromatography to retain fluori­
nated compounds, as described in Berendsen, G. E.; Pikaart, 
K. A.; de Galan, L.; Olieman, C. "(Heptadecafluorodecyl) 30 

dimethylsilyl bonded phase for reversed-phase liquid chro­
matography." Anal. Chem. 1980, 52, 1990-1993 and Billiet, 
H. A.H.; Schoenmakers, P. J.; de Galan, L. "Retention and 
selectivity characteristics of a non-polar perfluorinated sta­
tionary phase for liquid chromatography." J. Chromatogr., 35 

1981,218,443-454. 
The fluorinated support material may be added to the reac­

tion solvent, for example, in the form of particles or a gel. The 
fluorinated support material optionally may be immobilized 
on a surface, such as the surface of a reaction container in 40 

which the reaction is conducted. 

12 
support material. The solvent is then removed, leaving behind 
the catalyst-loaded support material. Alternatively, the fluo­
rous support material and the fluorinated catalyst are placed 
in a solvent in which neither is soluble (for example an alkane 
or cycloalkane solvent), C02 pressure is applied to cause the 
fluorinated catalyst to dissolve in the C02-expanded solvent, 
and after some time the C02 pressure is released. During the 
application of co2 pressure or during the release of the co2 
pressure the fluorinated catalyst migrates into the fluorous 
support material. The solvent is then removed, leaving behind 
the catalyst-loaded support material. 

Extraction of a catalyst is possible from a fluorinated sup­
port material, such as fluorous silica into a C02-expanded 
liquid, followed by reabsorption of the catalyst back into the 
support material, such as fluorous silica, upon reduction of 
the C02-pressure. In one embodiment, fluorous silica gel is 
prepared by reacting R;CH2CH20H (Rf=poly(hexafluoro­
propylene oxide) with SiC14 (alcohol:SiC14=2:1) as disclosed 
herein. The fluorous silica gel is added to a solvent including 
a fluorinated compound, such as a fluorinated complex, such 
as Co(02CRf)2 (where Rf is a perfluoropolyether tail), in 
FC-43 (perfluorotributylamine ). Reversible extraction may 
be performed by placing the catalyst-bearing fluorous silica 
gel in a pressure vessel along with liquid methanol. Gaseous 
co2 is added, and coloration of the organic liquid is observed, 
particularly at 600-800 psi C02, indicating that the colored 
complex is extracted from the fluorous silica by the C02-
expanded methanol. After slow release of the C02, the com­
plex redeposits on the surface of the fluorous silica, as 
observed by the migration of the color from the liquid to the 
solid phase. 

For example, homogeneously-catalyzed hydrogenation of 
styrene may be performed to illustrate the method of catalysis 
and catalyst recycling using C02 as a solubility trigger, as 
disclosed herein using the catalyst precursor [Rh Cl {P(C6H4 -

p-CH2CH2(CF 2)6F)3 hl (10 mg), degassed styrene (0.080 
mL, 100:1 mole ratio to catalyst), degassed cyclohexane (to 

In one embodiment, the method includes applying carbon 
dioxide pressure to a non-halogenated organic solvent com­
prising at least one substrate and a fluorinated organometallic 
catalyst, in an effective amount to solubilize the catalyst; 
providing a fluorinated support material in the solvent; per­
mitting the catalyst to. catalyze the reaction of the substrate to 
form a product; and reducing the carbon dioxide gaseous 
pressure, thereby to permit precipitation of the catalyst and 
adsorption of the fluorinated catalyst on the support material. 50 

The support material having the fluorinated catalyst thereon 
can be isolated from the solvent, materials dissolved therein, 
and any other liquids present, for example by filtration or 
decantation. Advantageously, the support material having the 
fluorinated catalyst thereon can be reused for subsequent 55 

reactions. The fluorinated catalyst adsorbed onto the support 
material can be added to the solvent prior to application of the 
carbon dioxide pressure, and releases from the support mate­
rial after application of the carbon dioxide pressure. 

bring the total volume to 0.2 mL), andfluorous silica ( 45 mg). 
The reaction, such as hydrogenation of styrene to ethylben­
zene may be repeated, for example, 2, 3, 4, 5, or more times, 
using the initial batch of catalyst such as Rh catalyst. Chro­
matographic analysis can be used to show that the hydroge­
nation is complete after each cycle, demonstrating that the 

45 catalyst deactivation or extraction, if any, is not significant 
enough to adversely affect the yield even after four cycles. 

Optionally, the fluorinated catalyst or catalyst precursor 60 

may be loaded into or onto the fluorous support material 
before the fluorinated catalyst and fluorous support material 
are used for catalysis. This can be achieved optionally by 
placing the fluorous support material and the fluorinated cata­
lyst together in a solvent in which the fluorinated catalyst is 65 

soluble and the fluorous support material is not; after some 
time the fluorinated catalyst may partition into the fluorous 

Applications 

The fluorinated compounds, such as highly fluorinated 
complexes, and methods of the invention, have a variety of 
applications, for example, in homogenous catalysis, metal 
extraction (e.g., from contaminated soil), metal purification 
(e.g., uranium), chemical vapour deposition, combinatorial 
chemistry, organic synthesis, organometallic chemistry, 
chemistry in supercritical fluids (SCFs), chemistry in fluo­
rous biphasic systems, chemistry in C02-expanded liquids 
and related processes. The compounds and methods disclosed 
herein have particular use in applications where supercritical 
or liquid carbon dioxide or a partially or fully fluorinated 
solvent, or a carbon dioxide expanded solvent is used, or in 
applications where other halogenated solvents such as chlo­
rinated solvents are used, or in applications where a solvent is 
not needed, such as chemical vapor deposition. 

The disclosures of all patent applications, publications and 
patents referred to herein are incorporated herein by reference 
in its entirety. The invention will be further understood by the 
following non-limiting examples. 
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EXAMPLES 

Example 1 

Synthesis of Fluorinated Complexes and 
Observations of Solubility 

A. Synthesis 
The complex Rh2 (02 C(CF2 ) 3 F)4 (complex 1 in FIG. 3) 

was prepared by the literature method, as described in Schu- 10 

rig, Inorg. Chem. (1986), 25, 945. 
The bis(methanol) adduct of complex 2 (i.e. Rh2(02C 

(CF2 ) 9 FMMeOH)2 ) was prepared by heating 32 equivalents 
ofH02 C(CF2 ) 9 F with 1 equivalent ofRh2 (0Ac)4 to 150° C. 
in a closed vessel without added solvent for 16 h. The green 15 

crude product (a mixture of green Rh2(02C(CF2 ) 9 F)4 and 
white H02C(CF2 ) 9 F) was purified by reprecipitation from 
methanol, giving blue Rh2 (02 C(CF2 ) 9FMMeOH)2 . IR 
1650 (s), 1429 (m), 1363 (m), 1214 (s), 1154 (s). Heating the 
solid blue complex under strong vacuum to 100° C. for one 20 

hour gave the green complex (Rh2(02C(CF2 ) 9F)4 , which 
regenerates the Rh2 (02 C(CF2 ) 9F)iMeOH)2 complex upon 
contact with methanol. 

Complexes 3 and 4 were prepared as described in the 
literature. Complex 3 was prepared as described in Betze- 25 

meier et al., Tetrahedron Lett., 39: 6667-6670 (1998). Com­
plex 4 was prepared as described in Bertrand and Kaplan, 
Inorg. Chem., 5:489 (1966). 

14 
For example, the use of carbon dioxide expanded solvents 

for cyclopropanation reactions was studied. A preliminary 
study of fluorous biphasic cyclopropanation was described in 
Endres, Maas, Tetrahedron Letters (1999), 40, 6365. 

Cyclohexane is expanded by application of gaseous C02 

pressure to make the cyclohexane a better solvent for dissolv­
ing fluorinated catalysts. The application of C02 pressure is 
used to accelerate a reaction which is catalyzed by a fluori­
nated catalyst in a non-fluorous solvent. 

The decomposition of ethyl diazoacetate in the presence of 
styrene shown below was found to be faster in C02 expanded 
cyclohexane (25° C., 56 bar C02 , 95% conversion after 40 
min) than in normal cyclohexane (25° C., 1 bar N2 , 61 % 
conversion). 

catalyst -

The reaction was performed four times; twice without C02 

and twice with C02 , as shown in Table 1. In each case, 
Rh2(02C(CF2 ) 9 FM1 .4 µmo!), perdeuterated cyclohexane 
(0.7or1.0 mL), styrene (0.56 mmol), ethyl diazoacetate (0.56 

B. Solubility 30 
mmol), and a microstir bar were placed into a small beaker 
within a steel pressure vessel. The vessel was warmed to 25° 
C. and the beaker stirred magnetically. Carbon dioxide pres­
sure was added for two of the runs. After the desired reaction 

The bis(methanol) adduct of complex 2 (Rh2(02C 
(CF2 ) 9 FMMeOH)2 , 64 mg) was placed in a windowed vessel 
along with a stir bar and 5 mL of cyclohexane, all at 35° C. 
The solid complex visually appeared to be completely 
insoluble at 1 atm C02 . C02 pressure (59 bar) was added, 35 
resulting in a marked increase in the volume of the liquid 
phase and complete dissolution of the coloured complex. The 
C02 under these conditions is not supercritical and in the 
absence of the cyclohexane would not be liquid. The upper 
phase was gaseous and showed no discoloration, indicating 40 
that the complex has no solubility in the gaseous co2, as 
expected. When the C02 pressure was released (slowly, so 
that the solvent was not lost by entrainment), then the liquid 
phase returned to its original volume and colour and the 
complex precipitated. The IR spectrum of the solid was iden­
tical to that of the original Rh2(02C(CF2 ) 9FMMeOH)2 . 

45 

50 

Thus, the highly fluorinated complex Rh2 (02 C(CF2 ) 9F)4 

(MeOH)2 , which is insoluble in cyclohexane, dissolves 
readily in expanded cyclohexane, and is precipitated again 
when the C02 pressure is released. The IR spectrum of the 
complex after precipitation is identical to that of the starting 
material. Other complexes were found to exhibit similar 
behavior, depending on the choice of solvent. For example, 
complex 3 was insoluble in toluene at 26° C., dissolved in 
C02 -expanded toluene at 54 bar C02 and was subsequently 55 

precipitated after co2 release. 

Example 2 

time, the carbon dioxide pressure was released and the reac­
tion mixtures were frozen in liquid nitrogen until such time as 
they could be analyzed by NMR spectroscopy. The results are 
summarized in Table 1, where conversion represents the per­
centage of the ethyl diazoacetate that has been converted into 
products (primarily dimerization and cyclopropanation prod­
ucts). 

TABLE 1 

time 
at 56 

total bar 
Cyclohexane, time, C02 , Conversion, 

Run# mL Stir rate min min % 

0.7 high 40 23 95 
2 0.7 high 40 0 61 

1.0 low 30 18 34 
4 1.0 low 30 0 

The results indicate that the C02 pressure accelerates the 
reaction. 

Example 3 

Recrystallization of Fluorinated Compounds 

Catalytic Reactions 60 A. Crystallization of a fluorinated complex. Crystals of 

Catalytic reactions by fluorinated homogeneous catalysts 
can be conducted in C02 -expanded organic solvents. The 
reaction can be compared to the same reaction in the organic 
solvents under 1 atm of nitrogen. In one embodiment, C02 

can enhance the rate of homogeneously catalysed reactions 
by merging the phases. 

highly fluorinated complexes were obtained for X-ray crys­
tallography. Structures of such compounds are relatively rare 
in the literature because the compounds are usually obtained 
as intractable oils and because of excessive thermal motion or 

65 disorder in the fluorinated alkyl chains. Although the latter 
problem is difficult to avoid, the former problem can be obvi­
ated by crystallization of the complexes from C02 -expanded 
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solvents. The bis(N,N-dimethylformamide) adduct of com­
plex 1 was recrystallized from C02 -expanded toluene in the 
following manner. 

16 
until the solution was clear and the gel purple. The solvent 
was then removed, leaving behind the catalyst-loaded silica. 

B. Extraction of a catalyst from fluorous silica into a C02 -

expanded liquid, followed by reabsorption of the catalyst Rhodium tetrakis(perfluorobutanoate ), 
Rh2(02C(CF2 ) 3F)4 , (30 mg, 28 µmo!), toluene (0.4 mL), 
DMF (10 µL), and a small stir bar were placed in a small vial 
inside a steel pressure vessel. The vessel was warmed to 35° 

5 back into the fluorous silica. Catalyst-loaded fluorous silica 
gel (prepared as in Example 4 A) was placed in a pressure 
vessel along with liquid methanol. No color was observed in 
the liquid. Gaseous C02 was added and coloration of the 
organic liquid was observed, particularly at 600-800 psi co2, 

C. and C02 ( 68 bar) was added. Pressures as low as 40-50 bar 
suffice with most compounds, so that the pressure of a C02 

cylinder is sufficient and no pumps are required. The vessel 
was stirred magnetically (coupling of the magnetic stir bar to 
the stir plate below was confirmed visually prior to starting 
the experiment) for 30 minutes, after which the stirring was 
stopped, the water bath heater and agitator, were turned off to 
minimize vibration, and the vent valve to the vessel was 15 

opened slightly so that approximately 1 ml of C02 gas 
escaped per minute. The valve was adjusted daily to maintain 
this rate of C02 loss. After 1 week, the pressure had entirely 
escaped. The vessel was opened. Purple diamond-shaped 
platelet crystals of Rh2 (02 C(CF2 ) 9F)iDMF)2 found in the 20 

vial were removed and one was analyzed crystallographi­
cally. Crystals of complexes 4, and the bis(N,N-dimethylfor­
mamide) adduct of complex 2 were obtained and analyzed 
similarly. Complex 4, although it has fair solubility in cyclo­
hexane and toluene, could still be crystallized by the same 25 

method if the volume of toluene was less than or equal to 0.4 
mL per 120 mg of the complex. Similar crystallization from 
C02 -expanded cyclohexane gave a green oil rather than crys­
tals. 

B. An alternative method for crystallization of fluorinated 
complexes. An alternative and sometimes more effective 
method was to release the C02 pressure over 1 to 4 hours, 
after which the vessel would be opened, the vial would be 
capped tightly, and the vial would be left undisturbed on a 
shelf for a week. Crystals of complexes Rh2 (02 C(CF 2 ) 9F)4 

(MeOH)2 , Cr(hexafluoroacetylacetonate )3 , and tris(3,5-bis 
(trifluoromethyl)phenyl)phosphine were obtained by this 
method. 

10 indicating that the colored complex was being extracted from 
the fluorous silica by the C02 -expanded methanol. After slow 
release of the C02 , the complex redeposited on the surface of 
the fluorous silica. 

Example 5 

Homogeneous catalysis with catalyst recovery and reuse. 
Homogeneously-catalyzed hydrogenation of styrene was 
performed to illustrate the method of catalysis and catalyst 
recycling using C02 as a solubility trigger. A microstir bar, 
the catalyst precursor [RhCl{P(C6H4 -p-CH2 CH2 

(CF2 ) 6F)3 hl (10 mg), degassed styrene (0.080 mL, 100:1 
mole ratio to catalyst), degassed cyclohexane (to bring the 
total volume to 0.2 mL), and fluorous silica (45 mg) were 
added, in that order, to a glass vial under an inert atmosphere. 
The vial was placed inside a pressure vessel so that it would be 
held upright. The vessel was allowed to temperature equili­
brate in a water bath to 40° C., and was flushed repeatedly 
with H2 . Hydrogen (30 bar) and then C02 (60 bar) were 

30 added. The reaction was allowed to proceed overnight, with 
stirring. The pressure was then slowly released. The vessel 
was opened inside an inert gas glove box. Upon opening the 
vessel in the glovebox, one finds that the catalyst had depos­
ited onto the silica. This is qualitatively observed by the light 

35 brown/orange color of the silica (initially the silica powder 
had been white). The liquid phase was clear in color. To 
remove the liquid, a syringe and/or a pipet was used in such a 
manner as to least disrupt the silica phase. This task is made 
easier if one adds more cyclohexane solvent to remove all the 

40 liquid. This was repeated three times, and these "washes" 
were placed in vials to be analyzed by gas chromatography. 
Fresh styrene (0.080 mL) and cyclohexane (to bring the total 
volume to 0.2 mL) were added to the catalyst. The vessel was 

C. Rapid screening of the best conditions for recrystalliza­
tion. This is performed by placing 13 small glass vials 
uncapped and upright in a 160 mL reaction vessel. Different 
proportions of the organic liquid (usually a heavy alkane, 
cycloalkane or toluene) and the fluorinated solid are placed in 
each vial, along with a micro stir bar. The recrystallization 45 
then proceeds using either of the two methods described 
above. For particularly volatile solids or solvents, the use of a 
single vial per vessel is preferred to avoid cross-contamina­
tion. 

closed and the cycle repeated. 
The hydrogenation of styrene to ethylbenzene was per-

formed in this manner four times, using only the initial batch 
of Rh catalyst. Chromatographic analysis showed that the 
hydrogenation was complete after each cycle, demonstrating 
that the catalyst deactivation or extraction, if any, is not sig-

Example 4 
50 nificant enough to adversely affect the yield even after four 

cycles. 
What is claimed is: 
1. A method ofrecrystallizing a fluorinated compound in 

an organic nonhalogenated solvent, the method comprising: 
applying carbon dioxide gas to the solvent at a pressure 

effective to enhance the solubility of the fluorinated 
compound; and 

recrystallizing the fluorinated compound by reducing the 
pressure of the carbon dioxide gas. 

2. The method of claim 1, wherein the pressure of the 
carbon dioxide gas is about 30-300 bar. 

A. Loading of a catalyst or catalyst precursor into fluorous 
silica. Fluorous silica gel was prepared by reacting 
RfCH2 CH2 0H (Rf=poly(hexafluoro-propylene oxide) with 55 

SiCl
4

(alcohol:SiCl4 =2:1) for a week in stirred THF. The HCI 
off gas was trapped in triethylamine/water. This was done 
under nitrogen atmosphere to produce SiCl2 (0Rf)2 . The 
SiCl

2
(0Rf)2 was then reacted under nitrogen with normal 

silica gel for 5 days to produce the fluorous silica gel. This 60 

was then washed repeatedly with water, perfluorohexane, 
toluene and methanol to remove impurities. Catalyst was 
deposited onto this fluorous silica gel in the following man­
ner. The fluorous silica gel was added to a solution of a purple 
fluorinated complex, Co(02 CRf)2 (where Rf is a perfluo­
ropolyether tail), in FC-43 (perfluorotributylamine). Over 
time, the absorbance in the solution decreased significantly, 

3. The method of claim 1, wherein the organic solvent is 
pentane, hexane, heptane, octane, nonane, decane, cyclopen­
tane, cyclohexane, dioxane, benzene, toluene, xylene, ether, 

65 diisopropylether, ethyl acetate, tetrahydrofuran, triethy­
lamine, tripropylamine, N,N,N',N'-tetramethylethylenedi­
amine, methylene chloride, chloroform, chlorobenzene, 
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acetone, nitrobenzene, acetonitrile, formamide, acetamide, 
dimethylformamide, dimethylacetamide, nitromethane, 
methanol, ethanol, propanol, butanol, isopropanol, sec-bu­
tanol, tert-butanol, ethylene carbonate, propylene carbonate, 
glyme, diglyme, dimethylsulfone, or dimethylsulfoxide, or a 
mixture thereof. 

4. The method of claim 1, 2, or 3, wherein the fluorinated 
compound is a catalyst. 

5. The method of claim 4, wherein the catalyst is an orga­
nometallic complex of a main group metal, main group semi- 10 

metal, transition metal, actinide or lanthanide. 
6. The method of claim 4, wherein the catalyst comprises 

highly fluorinated ligands. 
7. The method of claim 1, 2, or 3, wherein the pressure is 

released in about 24 hours or less. 15 

8. The method of claim 7, wherein the pressure is released 
in about 4 hours or less. 

9. The method of claim 1, 2, or 3 further comprising pro­
viding a plurality of individual sample containers, each con- 20 
tainer comprising a fluorinated compound in an organic non­
halogenated solvent, the method further comprising: 

25 

18 
20. The method of claim 12, the method comprising: 
applying carbon dioxide pressure to an organic solvent 

comprising at least one substrate and a fluorinated orga­
nometallic catalyst, in an effective amount to solubilize 
the catalyst; 

permitting the catalyst to catalyze the reaction of the sub­
strate to form a product; and reducing the carbon dioxide 
gaseous pressure, thereby to cause precipitation of the 
catalyst. 

21. The method of claim 12 or 13, further comprising 
including a fluorinated support material in the organic sol­
vent, wherein the fluorinated support material is capable of 
adsorbing the catalyst when the carbon dioxide pressure is 
reduced. 

22. The method of claim 21, wherein the fluorinated sup­
port material is a fluorinated polymer, or an inorganic or 
organic support material comprising fluorinated organic 
groups. 

23. The method of claim 21, wherein the method com­
prises: 

applying carbon dioxide pressure to a non-halogenated 
organic solvent comprising at least one substrate and a 
fluorinated organometallic catalyst, in an effective 
amount to solubilize the catalyst; 

providing a fluorinated support material in the solvent; 
permitting the catalyst to catalyze the reaction of the sub­

strate to form a product; and 

applying carbon dioxide gas to the solvent in the individual 
sample containers at a pressure effective to enhance the 
solubility of the fluorinated compound; and 

recrystallizing the fluorinated compounds in the individual 
sample containers by reducing the pressure of the carbon 
dioxide gas. 

10. The method of claim 9, wherein the method further 
comprises varying components of the individual samples. 

11. The method of claim 9 further comprising screening the 
recrystallized fluorinated compounds for crystallinity, chemi-

reducing the carbon dioxide gaseous pressure, thereby to 
permit precipitation of the catalyst and adsorption of the 

30 fluorinated catalyst on the support material. 

cal purity or optical purity. 
12. A method of conducting a reaction using a fluorinated 

35 
compound in an organic solvent, the method comprising 
applying carbon dioxide gas to an organic solvent comprising 

24. The method of claim 23, wherein the fluorinated sup­
port material is a fluorinated polymer, or an inorganic or 
organic support material comprising fluorinated organic 
groups. 

25. The method of claim 23, further comprising isolating 
the support material having the fluorinated catalyst thereon 
from the solvent. 

a fluorinated compound at a pressure effective to solubilize 
the fluorinated compound during the reaction. 

13. The method of claim 12, wherein the pressure of the 
carbon dioxide gas is about 40 to 90 bar. 

26. The method of claim 25, further comprising reusing the 
support material having the fluorinated catalyst thereon to 

40 catalyze a second reaction. 

14. The method of claim 12 or 13, wherein the compound 
is a catalyst. 

15. The method of claim 12 or 13, wherein the method 
comprises: 

applying carbon dioxide pressure to a non-halogenated 
organic solvent comprising at least one substrate and a 
fluorinated organometallic catalyst, in an effective 
amount to solubilize the catalyst; 

45 

permitting the catalyst to catalyze the reaction of the sub- 50 

strate to form a product; and 
reducing the carbon dioxide gaseous pressure, thereby to 

cause precipitation of the catalyst. 
16. The method of claim 15, further comprising recovering 

55 
the catalyst after the reaction from the solvent. 

17. The method of claim 15, wherein carbon dioxide pres­
sure is applied at about 40 to 90 bar. 

18. The method of claim 15, wherein the reaction is hydro­
genation, hydroboration, hydroformylation, cyclopropana- 60 
tion, C-H insertion reactions, oxidation, hydroxylation, 
isomerization, coupling reaction, olefin metathesis, polymer­
ization, hydrosilylation, hydrocyanation, epoxidation, or a 
Diels-Alder reaction. 

19. The method of claim 15, wherein the catalyst is an 65 

organometallic complex of a main group metal, main group 
semimetal, transition metal, actinide or lanthanide. 

27. The method of claim 23, wherein the fluorinated cata­
lyst is adsorbed onto the support material prior to application 
of the carbon dioxide pressure, and is released from the sup­
port material after application of the carbon dioxide pressure. 

28. The method of claim 12, wherein the method comprises 
conducting a plurality of said reactions, wherein individual 
reactions vary in reaction conditions. 

29. The method of claim 28, wherein the plurality of reac­
tions are done in plural different reaction containers; 

wherein individual reaction containers comprise an 
organic solvent, at least one reaction substrate, and a 
fluorinated organometallic catalyst, and wherein the 
method comprises: 

applying carbon dioxide pressure to the reaction containers 
in an effective amount to solubilize the catalyst; 

permitting the catalyst to catalyze the reaction of the sub­
strate to form a product in the reaction containers; and 

reducing the carbon dioxide gaseous pressure, thereby to 
cause precipitation of the catalyst in the reaction con­
tainers. 

30. The method of claim 29, wherein the reaction contain­
ers are provided within a sealable reaction vessel. 

31. The method of claim 29, wherein the amount or identity 
of at least one of the organic solvent, the reaction substrate, or 
the catalyst vary in the different reaction containers. 

32. Themethodofclaim31, wherein the method comprises 
varying the solvent in the different reaction containers. 
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33. Themethodofclaim31, wherein the method comprises 
varying the identity of the catalyst in the different reaction 
containers. 

34. Themethodofclaim31, wherein the method comprises 
varying the concentration of the catalyst or reaction substrate 
in different reaction containers. 

35. The method of claim 29, wherein the method further 
comprises screening the reaction for a reaction product in the 
individual containers. 

36. The method of claim 29, wherein the solvent is a 
non-halogenated organic solvent. 

37. The method of claim 10 further comprising screening 
the recrystallized fluorinated compounds for crystallinity, 
chemical purity or optical purity. 

38. The method of claim 14, wherein the method com­
prises: 

applying carbon dioxide pressure to a non-halogenated 
organic solvent comprising at least one substrate and a 
fluorinated organometallic catalyst, in an effective 
amount to solubilize the catalyst; 

permitting the catalyst to catalyze the reaction of the sub­
strate to form a product; and 

reducing the carbon dioxide gaseous pressure, thereby to 
cause precipitation of the catalyst. 

20 
tion, C-H insertion reactions, oxidation, hydroxylation, 
isomerization, coupling reaction, olefin metathesis, polymer­
ization, hydrosilylation, hydrocyanation, epoxidation, or a 
Diels-Alder reaction. 

42. The method of claim 38, wherein the catalyst is an 
organometallic complex of a main group metal, main group 
semimetal, transition metal, actinide or lanthanide. 

43. The method of claim 14, further comprising including 
a fluorinated support material in the organic solvent, wherein 

10 the fluorinated support material is capable of adsorbing the 
catalyst when the carbon dioxide pressure is reduced. 

44. The method of claim 43, wherein the fluorinated sup­
port material is a fluorinated polymer, or an inorganic or 
organic support material comprising fluorinated organic 

15 groups. 

20 

45. The method of claim 43, wherein the method com-
prises: 

applying carbon dioxide pressure to a non-halogenated 
organic solvent comprising at least one substrate and a 
fluorinated organometallic catalyst, in an effective 
amount to solubilize the catalyst; 

39. The method of claim 38, further comprising recovering 25 

the catalyst after the reaction from the solvent. 

providing a fluorinated support material in the solvent; 
permitting the catalyst to catalyze the reaction of the sub­

strate to form a product; and 
reducing the carbon dioxide gaseous pressure, thereby to 

permit precipitation of the catalyst and adsorption of the 
fluorinated catalyst on the support material. 

40. The method of claim 38, wherein carbon dioxide pres­
sure is applied at about 40 to 90 bar. 

41. The method of claim 38, wherein the reaction is hydro­
genation, hydroboration, hydroformylation, cyclopropana- * * * * * 


