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ABSTRACT

Several lignin samples have been oxidized with nitrogen dioxide
(NOy) in methanol to give low yields of benzoquinones. The yields of
2,6-dimethoxy-p-benzoquinone (DMBQ) from hardwood lignins were
highest when the lignin was first extracted to provide a lower molecu-
lar weight lignin fraction. Another way to improve DMBQ yields was
to pretreat the lignins with reagents that degraded the lignin to smaller
fragments prior to NO; oxidation. One of the best pretreatments was
heating with copper oxide in aqueous NaOH. Thioacidolysis analysis
indicated that B-aryl ether linkages were effectively cleaved by the CuO
treatment and that the product mixture contained increased levels of
vanillin and syringaldehyde.

The best yields of DMBQ from a fractionated lignin and a pre-
treated lignin were about 10 and 15%, respectively. The yields were
highest from organosolv lignins; such lignins are probably less con-
densed than kraft lignins. The yields were slightly improved when N-
hydroxysuccimide was present.






INTRODUCTION

Nitrogen dioxide (NO;), in methanol, is an effective oxidant for
generating 2,6-dimethoxy-p-benzoquinone (2, DMBQ) from many types
of syringyl lignin model compounds (Eq. 1); yields are often >85%.2 In
contrast, the yields of monomethoxybenzoquinone (1, MMBQ) from
simple guaiacyl model compounds are only 0-15%. This report pro-
vides information on the yields of benzoquinones from NO; oxida-
tions of several lignin samples. The aim of the research is to generate
cost-effective pulping catalysts from lignin.3
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R = H or OCH, 1, R = H (MMBQ)
2, R = OCH, (DMBQ)

RESULTS
NO; Oxidations of Lignin Samples

Our initial studies involved the NOj oxidations of three hard-
wood lignin samples; N-hydroxysuccimide (NHS) was present to
enhance the yield of DMBQ.2 Each lignin type was extracted with an
organic solvent to give a soluble lignin (10-30%) and an insoluble
(higher molecular weight) lignin (90-70%). The soluble lignins con-
tained a significant fraction of material with a molecular weight less
than 1000. For each soluble/insoluble pair tested, the soluble fraction
gave roughly twice the benzoquinone yield (Table 1). Even so, the
yields of DMBQ were considerably below that observed with simple sy-
ringyl model compounds. The trend in benzoquinone yields by NO;
oxidation appears to be: lignin monomer models > low molecular
weight lignin > high molecular weight lignin.



Table 1. Oxidation of selected lignin samples by NO2/NHS at room
temperature for 24 hours.2

Lignin Sour % S UnitsP % G UnitsP % DMBQ® % MMBQ
Soluble white oak extract 25 67 6.5(9.2) traced
Soluble aspen extract 25 66 9.8(9.8) 5
Soluble scarlet oak extract 23 69 7.7 (7.7) 1
Insoluble white oak 22 71 4.7 (5.1) traced
Insoluble aspen 23 69 4.7 (5.2) 1
Insoluble scarlet oak 21 72 3.5(3.5) -
Hardwood kraft lignin 1€ 5.0 traced
Hardwood kraft lignin 2¢ 7.2 traced
Hardwood ethanol ligninf 6.2 1

a50 mg lignin, 60 mg NOy, 60 mg NHS, and 5 mL MeOH; b+4% as
determined by FT-IR; ¢GC yields (HPLC yields); dtrace = <0.5%; etwo
different experimental lig-nins from Westvaco Corp.; freference 4.

The lignins listed in Table 1 contain about 70% guaiacyl units and
25% syringyl units; the former gives MMBQ on oxidation, the latter
DMBQ. For the soluble aspen lignin (the best case), the yield of each
benzoquinone product based on available starting units was ~ 40% for
DMBQ, but only 7% for MMBQ. The long reaction times used to oxi-
dize the lignin samples disfavor good MMBQ yields, since MMBQ is
more prone to decompose than is DMBQ.2 The oxidation conditions
could possibly be better optimized for MMBQ yield.

The NO,/NHS system appears superior to both Fremy's salt and
hydrogen peroxide for generating benzoquinones from lignin. Oxida-
tion of the organosolv aspen lignin by Fremy's salt afforded DMBQ in
5.8% (3% less than NO,/NHS) and no MMBQ. The hardwood ethanol
lignin listed above gave a 4% DMBQ yield with Fremy's salt.4 Hydro-
gen peroxide oxidations of several of the lignins described in Table 1
gave benzoquinone yields of about 1/4 that observed with NO,/NHS.5



rv f Lignin Pretreatmen

Degradation of lignin into smaller fragments before performing
NO; oxidations should result in higher yields of benzoquinones. Sev-
eral pretreatments (Figure 1) were examined with a laboratory-prepared
lignin that was recovered from pulping aspen in ethanol4 The pre-
treatments were selected because of anticipated lignin-lignin bond
cleavage reactions and/or their practicality.
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Figure 1. DMBQ yield as a function of pretreatment method for aspen
ethanol lignin. Key: 1) CuO/NaOH at 170°C; 2) acidolysis +
hot NO; treatment; 3) acidolysis; 4) MnO; at 170°C; 5) NaBHy;
6) no pretreatment; 7) HyO,/NaOH; 8) aq. dioxane; 9) NapSOy;
10) NaHSO3; 11) peracetic acid; 12) kraft conditions; 13) alco-
holic bisulfite; 14) Me3Sil; 15) ozone.

Acidolysis and CuO were the most effective treatments for im-
proving DMBQ yields; the yields of MMBQ were only a trace in these
cases. The acidolysis treatment consisted of refluxing the lignin in a



mixture of 90:10:2 dioxane/water /concentrated HCL6 the CuO reactions
will be discussed in greater detail in the next section.

Some lignin pretreatments hurt DMBQ yields (in comparison to
no pretreatment). For example, acidolysis followed by HyO,/NaOH
was poor. Aqueous peracetic acid pretreatments at room temperature,
and under more harsh conditions, gave only 1-3% DMBQ yields after
NOj oxidation. The combination of NapS/NaOH (kraft treatment,
method 12) led to a low 2.9% yield after NO; oxidation.

Reduction of ethanol lignin by NaBHy (method 5) was carried out
in order to reduce a-carbonyl groups to a-carbinol groups; the former
react more rapidly during NO; oxidation.2 Several reduction and work
up procedures were tried; the best DMBQ yield after NO oxidation was
only 1.3% better than the control.

Ozone was also examined as a pretreatment; if used in limited
amount, ozone might preferentially cleave olefinic units of vinyl
ethers and stilbenes to give smaller lignin fragments.” The ethanol
lignin was treated with ozone at room temperature for 90 seconds and
then oxidized with NO; to give DMBQ in only 0.5% yield. Three
ozonized samples were also prepared by bubbling ozone into MeOH for
30, 60 and 120 seconds at -78°C. Upon NOj; oxidation, these samples
produced DMBQ in yields of 0.9, 0.5 and 0%, respectively. An ozone
pretreatment appears to be too degradative.

Degradation of lignin into smaller fragments was expected upon
heating with isopropanol-bisulfite and dioxane-water (1:1) at 165°C for
2 hr; alcohol-bisulfite cooking is reported to give fairly good yields of
monomeric phenols, such as eugenol from softwoods.8 Likewise,
dioxane-water gives many low molecular weight phenols from soft-
and hardwoods, and is often used for structural studies of lignin be-
cause of its mildness.? The lignin recovery yields after CHCl3-acetone
(1:2) extraction were 92% for the dioxane-water treatment and 63% for
isopropanol-bisulfite treatment; the subsequent DMBQ yields after NO;
oxidation were, héwever, low: 3.6% and 2.5%, respectively.

Trimethylsilyl iodide (both mild10 and harsh!l), sodium bisul-
fite,12 sodium dithionite,12 sodium hydroxide, and combinations of



acidolysis/CuO/NaOH and acidolysis/NaBH4 treatments gave lower
yields than no pretreatments. Follow up experiments with acidolysis
treatments routinely led to NO; oxidation yields of 7-8%, rather than
the ~10% observed in the first reaction set; these results led us to con-
centrate on our best pretreatment - CuO.

Lignin Pretreatment of a Har FEthanol Lignin

Copper oxide at elevated temperature is known to extensively de-
polymerize lignin into smaller fragments.13 Morohoshi and Glasserl4
report that CuO depolymerizes lignin better than alkaline nitrobenzene
and thioacidolysis. We have performed extensive studies of CuO pre-
treatments to determine reaction products and to optimize DMBQ
yields from aspen ethanol lignin and lignin models.

The optimization experiments involved varying the conditions of
the CuO lignin pretreatments and observing the DMBQ yields from
NO; oxidations of the products; the best DMBQ yields occurred when
using one part lignin to three parts by weight of CuO in 2N aq. NaOH
and heating at 176°C for 3-5 hr. Higher amounts of CuO and NaOH
gave no noticeable yield improvements; in fact, yields decreased at high
NaOH levels. Lower levels of CuO led to lower DMBQ yields. An ex-
ample set of optimization experiments are shown in Table 2.

Table 2. Effect of CuO pretreatment time and temperature on DMBQ
yield after NO; oxidation? of aspen ethanol lignin.

DMBQ weight % yieldb
Time (hr) 90-95°C 140°C 170°C 176°C 190°C

- 41(62) 62(105) 11.8(14.0) 11.6(13.4)
- 49(79) 95(9.8) 124(13.6) 11.3(13.4)
- 62(85) 94(11.6) 11.7(164) 9.0(12.2)
- 62(12.7) 9.4(149) 10.9(144) 10.0(12.2)

e U1 W -

athe weight ratios of NO/NHS/lignin = 1:1:1; PGC yields (HPLC yields).



The lignin was recovered after the CuO oxidation by acidification
and chloroform-dioxane extraction. Exhaustive extraction of the con-
centrated water layer with CHCl3/acetone improved the overall lignin
recovery to >90%; however, the additional extracted material produced
only a small amount (~1%) of DMBQ on NO; oxidation. The water
layer apparently does not contain many good DMBQ precursors; thus,
the second extraction was not generally performed. The data in Table 2
and other tables do not include DMBQ yields from added extractions.

Table 3 shows the copper oxide oxidation products from aspen
ethanol lignin and the effects of the treatment temperature on the
yields. The identification and quantification of the main oxidation
products was carried out by GC. The sum of the GC areas of vanillin,
acetoguaiacone, vanillic acid, syringaldehyde, acetosyringone and sy-
ringic acid generally corresponded to >90% of the total signal areas for
the conditions selected. [Acidolysis pretreatment did not give similar
low molecular weight products detectable by GC.]

Table 3. Yields of CuO/NaOH?2 oxidation products from lignin.

Yield (Wt. %)

Temp. hr 3 4 5 6 z 8
170°C 1 1.8 03 - 69 12 -
3 33 06 10 97 22 28
5 32 06 08 94 22 24
8 32 07 05 92 22 21
176°C 1 30 05 05 90 18 09
3 33 06 07 92 22 06
5 3.0 0.6 - 85 18 -
8 31 06 05 86 20 -
190°C 1 32 06 06 92 20 06
3 29 06 03 83 18 05
5 29 06 01 80 18 03
8 26 05 - 6.6 1.6 -

4100 mg of CuO, 35 mg of aspen ethanol lignin, 3 mL of 2N NaOH



CH,OH
OCH, CH, OCH, R OCH,
OH OH OH
3/R=H 6IR=H 9,R=H
4,R =CH, 7,R = CH, 10, R = OCH,
5,R=O0H 8, R =OH

The two major products in all cases were vanillin (3) and syring-
aldehyde (6). From the viewpoint of maximum product yields, the
optimum temperature for the CuO oxidation was the lowest tempera-
ture, 170°C. However, in spite of the lower yield of syringaldehyde, the
higher temperature CuO treatments gave more DMBQ after NO> oxida-
tion than low temperature treatments (Table 2). If syringaldehyde were
the only component in the CuO product mixture to give DMBQ, one
can calculate the expected DMBQ based on the near quantitative con-
version of syringaldehyde to DMBQ upon NO» oxidation.2 For exam-
ple, in the 190°C treatments, theoretical weight % yields of DMBQ from
syringaldehyde in the 1, 3, 5 and 8-hr samples are 8.5, 7.7, 7.4 and 6.1%,
respectively. The actual DMBQ yields were about 3% higher: 11.6, 11.3,
9.0 and 10.0%, respectively (Table 2).

These yield differences may be due to NO; oxidation of other sy-
ringyl products in the samples. Disyringylmethane, which is the prin-
cipal alkaline condensation product from syringyl alcohol, gives a good
DMBQ yield upon NO; oxidation; ~85% of each syringyl ring is con-
verted to DMBQ.2 The difference between the actual and theoretical
DMBQ yield based on syringaldehyde oxidation in the 3-hr 170°C CuO
sample is only 0.5%. Apparently, a lower temperature treatment is less
effective in converting the lignin into structures that are sensitive to
NO; oxidation. Increasing the harshness of the CuO treatment from
170°C (3 hr) to 190°C (8 hr) causes a drop in aldehyde yields: syringalde-
hyde from 9.7% to 6.6% and vanillin from 3.3% to 2.6%.



A mixture of vanillyl and syringyl alcohols in a ratio roughly
equal to the G/S unit ratio in the aspen ethanol lignin was treated with
CuO/NaOH at 170°C. Gas chromatograms of the product mixture at
different times all showed only vanillin and syringaldehyde and an
absence of the alcohol starting materials (Table 4). The data showed o-
carbinols are readily oxidized by CuO, but the conversion to aldehyde
groups is low; once formed, the aldehydes are relatively stable. More
than half of the CuO products were not detectable by GC, the guaiacyl
model conversion being the worst.

Table 4. Conversion of a-carbinol groups during 170°C CuO treatment.

Conversion - weight % yield

Time vanillyl alcohol (9) syringyl alcohol (10)
(hr) to vanillin (3) to syringaldehyde (6)
1 26 38
3 30 39
5 29 41
8 29 35

Assuming that all syringyl units are oxidized with a conversion
similar to that of syringyl alcohol (40%, Table 4), we predict that CuO
treated aspen lignin, containing ~25% syringyl units, would produce
syringaldehyde in ~10 weight % yield. Our best observed yield was
9.7% (Table 3). Our best DMBQ yield for this lignin, 12.4% (Table 2),
corresponds to 50% of the theoretical DMBQ yield from available sy-
ringyl structures in the sample. Much less vanillin was observed over
that predicted.

Thioacidolysis Char rization of Tr Lignin

To better understand structural changes resulting from CuO treat-
ments, we conducted thioacidolysis analyses of a lignin before and after



treatment. The lignin chosen for study was a poplar-Oz-organosolv
lignin (Table 11); this lignin showed a large increase in DMBQ yield
after CuO treatment. Thioacidolysis is a chemical degradation tech-
nique that depolymerizes lignin by selective cleavage of ether link-
ages.1516  Equation 2 shows the main monomeric products derived
from noncondensed B-O-4 linked guaiacyl or syringy! units in lignin.17

R
CIZHZOH ! ICHleEt
(lZH -0 \ (IZHSEt
$—0 -CH CHSEt
CH,0
Thioacetolysis
o (Eq. 2)
R OCH, R OCH,
OH OH
guaiacyl unit, R = H 11e/t, R = H, erythro/threo
syringyl unit, R = OCH, 12e/t, R = OCHj;, erythro/threo

The gas chromatographic separation of the products is shown in
Figure 2. Table 5 gives results of the yield of main monomeric prod-
ucts recovered from thioacidolysis of the lignin investigated; vanillin
and syringaldehyde are converted to the corresponding thioacetals, 13
and 14, during thioacidolysis. The data of Figure 2 and Table 5 clearly
indicate that the lignin sample before CuO treatment contained B-O-4
structures, but that the treatment led to extensive fragmentation; al-
most no B-O-4 linked guaiacyl and syringyl units remained. Large
amounts of vanillin, syringaldehyde, vanillic acid and syringic acid
formed, presumably by oxidative cleavage of Co-Cg bonds. The ratio of
vanillin + vanillic acid/syringaldehyde + syringic acid observed were
similar to the ratio of B-O-4 linked guaiacyl/syringyl units in the start-
ing material in this case.
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Figure 2. Gas chromatograms of thioacidolysis (trimethylsilated) prod-
ucts from a poplar-Oz-organosolv lignin before and after CuO
treatment. The numbers correspond to text compound num-
bers; the internal standard (1.S.) was docosane.



Table 5. Yield of the main thioacidolysis monomeric products from a
poplar-O; organosolv lignin before and after CuO treatment.

Yield (umol/g lignin)

Product Before treatment  After treatment
B-O-4 linked guaiacyl unit (11) 326 15
B-O-4 linked syringyl unit (12) 762 7
Vanillin (13) 29 157
Syringaldehyde (14) 58 320
Vanillic acid (7) -- 36
Syringic acid (8) -- 70

For the poplar lignin, whether untreated or treated, syringyl units
were the major monomeric products. This is probably because syringyl
units have no Cs-sites available for condensation with other lignin
building units; condensed, higher molecular weight materials are not
observed in this test. Interestingly, the untreated lignin was similar to
that of a poplar milled wood lignin studied by another group.16 Both
the yield of non-condensed guaiacyl and syringyl units and the ratio of
guaiacyl/syringyl are comparable. This implies that condensation reac-
tions were not very prevalent during the Oj-organosolv pulping pro-
cess and, thus, much of the original lignin structure was retained.

DMBO Yield timum Based on Aldeh nten

Several optimization studies were performed to maximize benzo-
quinone yields from a mixture of vanillin and syringaldehyde, the
principal products of the CuO pretreatments. For the experiments re-
ported in Table 6, the NO2 amount was held constant and at a high
level and the ratio of vanillin to syringaldehyde (1:3) was set to approx-
imate that observed from the CuO pretreatments. No benzoquinone
(MMBQ) was observed from oxidation of the vanillin. The yield reduc-
tion in the absence of NHS was a little larger in the case of syringalde-
hyde, relative to that observed for syringyl alcohol.® Increas-ing the
NHS dose had a small, negative impact on DMBQ yield.



Table 6. Effect of NHS dose on DMBQ yield from a 3:1 mixture of
vanillin to syringaldehyde.2

NHS equivalentsb Mol % yield

Entry vanillin syringaldehyde DMBQ
1 0 0 75
2 6 2 89
3 12 4 96
4 22 8 97
5 33 12 94
6 78 29 93

aNO3 dose was 31 equiv. to vanillin and 12 equiv. to syringalde-
hyde; oxidation time was 3 hr. bThe different NHS equivalents
relates to the fact there was 3 times less vanillin in the mixture.

Table 7 shows the effects of NO; amount on DMBQ yield; the opti-
mum dose was 12 equiv. This is a large excess compared with the 5.5
equivalents used when syringaldehyde is oxidized alone and gives an
87% DMBQ yield.2 The large excess needed for the mixture may be
related to extensive losses of NO; in vanillin/NOj reactions.? The
optimum time for reaction appears to 3 hr (Table 8).

Table 7. Effect of NO2 amount on DMBQ yield from an aldehyde mix-
ture for a 3 hr reaction.

NO; equivalents Mol % yield
Entry syringaldehyde vanillin DMBQ MMBQ
1 4 11 77 -
2 12 31 94 -
3 33 88 91 -
4 64 170 81 -

aNHS dose was 33 equiv. to vanillin and 12.4 equiv. to syringalde-

hyde. PThe different NO; equivalents relates to the fact there was
3 times less vanillin in the mixture.



Table 8. Effects of time on the DMBQ yield for the oxidation of syring-
aldehyde with 12 equiv. of NO; and 4.3 equiv. and NHS.

Time (hr) DMBQ yield (mol%)
0.5 76
1 81
2 87
3 9
5 95

CuQ Treatment of Various Lignins

The conditions, workup, and reagent quantities that worked best
for the aspen ethanol lignin were applied to the pretreatment and oxi-
dation of several lignin samples. The sequential copper oxide/NO» ox-
idations had two goals: (1) to learn the general effectiveness of CuO
treatments for different lignins and (2) to confirm that the DMBQ yield
can be predicted from the syringaldehyde content in the treated lignin.
Conditions were not optimized for each of the different lignins.

The reaction mixtures from treatment of the lignin samples with
CuO/NaOH were separated into two portions. The first portion was
analyzed for the relative amounts of monomeric compounds present
(Table 9). The second portion was oxidized with NO,/NHS; the DMBQ
yields determined and compared to yields obtained from direct oxida-
tion of untreated lighins (Table 10). The amount of syringaldehyde
found from analysis of the first portion was used to calculate an ex-
pected DMBQ yield from oxidation of the second portion.

Many CuO oxidized samples showed comparatively large differ-
ences between their actual and theoretical DMBQ yields; better agree-
ment was observed for the untreated samples. In most cases, higher
yields of DMBQ than predicted were observed. We conclude that the
amount of syringaldehyde present after copper oxide treatment is a use-
ful indicator of possible DMBQ yields, but other monomeric substrates
can also be converted to DMBQ upon NO; oxidation. Several types of
syringyl structures can be converted to DMBQ.2



Table 9. Yields of Products from Treating Various Hardwood Lignins
with Copper Oxide at 176°C for 3 hr.

Weight % Yield2

Lignin 3 4 5 6 z 8
1. Lab. Ethanol Organosolvb 326 061 070 921 217 0.64
2. White Oak Organosolv Ext¢ 281 050 - 808 214 -
3. White Oak Organosolv Insol.¢ 2.43 - - 833 176 -
4. Aspen Organosolv Ext.c 203 040 - 715 153 116
5. Aspen Organosolv Insol.¢ 236 052 - 710 166 -
6. Scarlet Oak Organosolv Ext¢ 227 051 - 596 180 -
7. Scarlet Oak Organosolv Insol.¢ 2.01 050 022 526 125 0.21
8. Alcell Lignind 076 020 -  4.02 129 trace
9. Birch O2-Organosolve 3.08 trace - 1054 219 -
10. Aspen O2-Organosolv® 38 062 - 1114 286 -
11. Poplar O2-Organosolve 404 09 1.01 798 1.69 045
12. Hardwood Lignosulfonatef ~ 342 075 -  6.00 240 -
13. White Oak Organosolv Ext.8 2.65 049 - 753 212 -
14. Kraft Hardwoodh 179 057 - 341 162 -
15. Hardwood Organosolv8 448 068 - 1258 284 -
16. Organosolv Aspen8 298 047 - 1073 213 -
17. Organosolv Aspeng 259 052 - 754 192 035

agee text structures. Pref. 4. ¢same sample as that reported in Table 1.
dRepap Corp.; wood source has 43% syringyl and 57% guaiacyl units.18
esupplied by a laboratory in St. Petersburg, Russia.l? fobtained from
Reed Lignin, Wisconsin. 8Sample prepared differently (ie., no catalyst
during pulping) that the other organosolv lignin list in footnote c.
hWestvaco Corp. experimental lignin.

Six lignin samples gave >10% yields of DMBQ. All CuO treated
lignins produced DMBQ in higher yields than untreated lignins; the
three pretreated Oj-organosolv lignins were more than six times
higher than untreated samples. The observed 15.1% yield with aspen
Oj-organosolv lignin corresponds to oxidation of roughly 75% of the
available syringyl units (assuming 25% syringyl units present). Other
than the aspen ethanol lignin, the reactant ratios and conditions were
not optimized for any of the lignins. |



Table 10. Effects of Copper Oxide Oxidation (176°C/3 hr) on DMBQ
Yields from NO; Oxidation of Select Lignins.

Weight % Yielda

No CuO

Lignin Treatment Treatment A%

1. Laboratory Ethanol Organosolvb 5.1 (3.3) 12.4 (8.5) +73
2. White Oak Organosolv Ext. 44 (5.0) 8.5 (7.5) +4.1
3. White Oak Organosolv Insol.¢ 3.9 (3.5) 9.0 (7.7) +5.1
4. Aspen Organosolv Ext.c 7.8 (7.3) 83,74 (6.6) +0.5
5. Aspen Organosolv Insol. 3.6 (3.5) 6.1 (6.6) +25
6. Scarlet Oak Organosolv Ext.c 6.1 (5.4) 7.9 (5.5) +1.8
7. Scarlet Oak Organosolv Insol.c 3.5 6.8 (4.9) +3.3
8. Alcell Lignind 7.6 (6.7) 7.7 (3.7) +0.1
9. Birch O2-Organosolve 21 14.3 (9.7) +12.2
10. Aspen O2-Organosolve 2.3 15.1(10.3)  +12.8
11. Poplar O2-Organosolve 2.1 14.4 (7.4) +12.3
12. Hardwood Lignosulfonatef 1.7 5.6 (5.5) +3.9
13. White Oak Organosolv Ext.8 6.9 94 (7.0) +25
14. Kraft Hardwoodh 5.7 (5.3) 6.0,55(3.1) +0.3
15. Hardwood Organosolvg 7.3 12.0(11.6) +47
16. Organosolv Aspeng 7.3 10.8 (9.9) +3.5
17. Organosolv Aspen8 6.0 (5.9) 8.8 (7.0) +2.38

aN Oy oxidations were for 3 hr in methanol and employed a lignin/
NO7/NHS weight ratio of 3/1/3; the yields were determined by direct
GC; numbers in parentheses are theoretical yields calculated from sy-
ringaldehyde yields given in Table 9. b-hsee Table 9 footnotes.

The yields of oxidized fragments (3-8) from CuO treatment of pairs
of extracted and insoluble lignins (entries 2/3, 4/5, and 6/7, Table 10)
were fairly similar. The same was true for DMBQ yields after NO> oxi-
dation (Table 10). In essence, the CuO treatment degraded the higher
(insoluble) and lower (extracted) molecular weight lignin to the same
mixture of components and, thus, the same DMBQ yields upon NO2
treatment. A greater DMBQ yield improvement occurred with insolu-
ble lignins since these lignins gave low DMBQ yields before CuO
treatment. Entries 2-7 in Table 10 correspond to the lignins reported



earlier in Table 1. The DMBQ yield trends for untreated lignins
(column 1, Table 10) are similar to that reported in Table 1, but the ab-
solute amounts differ, since reactant ratios and times differed.

The question as to fate of the excess NO3 in our lignin oxidations
was answered by performing elemental analyses of an organosolv
hardwood lignin before and after NO; oxidation. The untreated lignin
had a molecular formula of C19H13.1N0.0604.7, while the treated lignin
had a formula of C10H12.9Ng.4606.8. The data indicate that ~50% of the
aromatic rings on the residual lignin had been nitrated when using an
excess of NO; (8.6 equivalents/lignin monomer unit).

CONCLUSIONS

Direct oxidation of lignin samples by NO; provides relatively poor
yields of benzoquinones. Yields can be improved by solvent extraction
of the lignin to obtain a low molecular weight fraction prior to NO>
oxidation. Fractionated hardwood lignin samples having a molecular
weights below 1000 gave yields of DMBQ of about 10%, which repre-
sented conversion of roughly 40% of the available syringyl units. The
actual yields might be somewhat higher than 10% since not all of the
DMBQ may have been recovered; DMBQ has a tendency to absorb
strongly to the residual lignin in treated samples. The yields of MMBQ
from guaiacyl lignin units are near zero. It appears that substantial
amounts of NOj are consumed in nitration of guaiacyl rings in the
CuO treated lignin, instead of oxidation.

Another way to improve DMBQ yields is to pretreat the lignin
with CuO/NaOH before conducting the NO; oxidation. The yields can
often be improved to 10-15%. Thioacidolysis analysis of a lignin before
and after CuO treatment indicated that the treatment is very effective
in cleaving B-aryl ether bonds. This process can be performed on whole
lignin samples, without prior fractionation, with no loss in yield. The
target benzoquinone yield appears to depend largely on the level of
syringaldehyde in the CuO treated lignin. The CuO pretreatment could
be an important way to improve AQ-from-lignin process yields.



EXPERIMENTAL

The general experimental conditions, such as NO; oxidation pro-
cedures and gas chromatographic (GC) analyses have been described
earlier.2 The high performance liquid chromatography (HPLC) analy-
ses employed a Hewlett-Packard Model 1090 instrument with a 2.1 x 100
mm Spheri-5 RP-18 microbore column and a 2.1 x 30 mm precolumn
of the same packing. The eluent was 5% acetonitrile/95% 35 mM acetic
acid at a rate of 0.7 mL/min. A photo diode array detector monitored
wavelengths of 256 nm for MMBQ, 290 nm for DMBQ, and 270 nm for
vanillin, acetovanillin, and syringaldehyde. Quantification relied on
calibrating responses for standard mixtures of each analyzed compo-
nent for concentrations ranges of 0.01-3 mg/mL Test solutions were
diluted to have concentrations of analyte in this calibration range.
Correlation coefficients (R2) of 0.99 were typical for the calibration table.

Lignin Samples. White oak, scarlet oak, and aspen lignins were
obtained by organosolv pulping processes. A representative prepara-
tion involved heating presorted aspen chips for 2.5 hours at 165°C in a
rotating autoclave with a pulping liquor that was 70% (v/v) methanol
in water and contained 0.05M HSOy4 catalyst. The solvent to wood
ratio was 4:1. The lignin was isolated from the pulping liquor by pre-
cipitation with water after removal of methanol on the roto-evapora-
tion under a mild vacuum. The precipitated lignin was isolated by fil-
tration, washed again with water and dried at 40°C in a vacuum oven.
The procedure is explained in greater depth elsewhere.20 Sources of
the other lignins studies are given in Table footnotes.

Lignin Extraction and Analysis. Several lignins were extracted to
separate a low and high molecular weight fractions (the exact details
are part of a proprietary process developed at the National Renewable
Energy Laboratory). The ratio of syringyl to guaiacyl units in the
lignins was determined by methoxyl analysis using FI-IR and partial
least squares regression.2l Molecular weights were determined by gel
permeation chromatography (GPC). The lignin samples were first
acetylated according to the method of Gierer and Lindberg.22 GPC was
performed at 25 °C using a solvent flow rate of 10 mL/min of HPLC



grade tetrahydrofuran through a HP 1090 instrument (diode array and
refractive index detectors connected in series) using two styrene/di-
vinyl benzene copolymer gel columns with nominal pore diameters of
1x10-3 and 1x104 A connected in series. Elution of lignins, 50 LL injec-
tions of ~2 mg/mL solutions, was monitored at 260 nm with a band-
width of 80 nm. Solvents and sample solutions were filtered through a
0.2 mm nylon membrane filter before use. Molecular weight distribu-
tions of both polymers were calculated relative to the retention times
of polystyrene standards. The low molecular weight fractions eluted
during GPC as a single curve (compared to the bimodal elution of the
whole lignin). The weight average molecular weight of the low molec-
ular weight lignin samples in acetone was confirmed by Huffman Labs
using vapor pressure osmometry. The observed value of ~670 was in
excellent agreement with that obtained using GPC.

Product Analysis. The yields of DMBQ varied as a function of iso-
lation procedure. Two methods were examined to recover DMBQ
from reaction mixtures. These methods were developed by studying
the recovery of DMBQ from a model mixture containing known
amounts of ethanol organosolv lignin, DMBQ, and AQ in CHCl3/
CH3O0H solution. The homogeneous mixture was evaporated and the
DMBQ was separated from the residue by extraction with refluxing
CHCI3 or by column chromatography over Al)O3 using CHClI3 as the
eluent. Both methods showed excellent DMBQ recovery (100%).

If water was added to the model homogeneous mixture, a gummy
precipitate formed. Evaporation of the solvent and work up as above
resulted in DMBQ recoveries of ~70%. The AQ recovery was unaf-
fected by the water addition; it was 100% in all cases. [An internal stan-
dard, benzophenone, was used to measure the recoveries.] Identical
trends were observed for an NO»-treated ethanol lignin: the DMBQ
yield was 5.1% for direct hot CHCl3 extraction or column chromatogra-
phy, but dropped to 3.3% when water was added prior to extraction or
chromatography. These effects are probably due to DMBQ incorpora-
tion into the lignin polymeric structure during precipitation by water.

The most reliable yields come from a direct analysis of the reaction
mixture by either HPLC (with external calibration) or GC (with AQ as



an internal standard); the values are generally in good agreement. [For
direct GC analysis, a pre-column should be used to protect the main
column from lignin contamination.] The yields reported in the tables
are by the direct analysis method, unless stated otherwise. Any com-
mercial process for producing DMBQ (and MMBQ) from lignin will
need to take into account the association of simple quinones with pre-
cipitated lignin and design a recovery system accordingly.

Effect of NO2 Age on DMBQ Yield. The age of the stored NO> can
effect DMBQ yields. The NO; was generally stored in a freezer prior to
use. Each time the NO; container was opened, and a sample removed,
some hydrolysis occurred. A sample of old NO; contained significant
contamination from HNO3 and, therefore, less NO2/mL. Old NO> was
prepared by exposing fresh NO; to air many times. Fresh NO; gave
generally reproducible DMBQ yields for a CuO-treated lignin: 15.4, 15.0
and 14.9%. However, older NO; gave significantly lower yields with
the same lignin: 13.7% after 40 exposures and 12.2 after 60 exposures. In
the experiments comparing DMBQ yields from various lignins (Table
10), we took great care to use fresh NOy.

Thioacidolysis of Lignin Samples. Thioacetolysis1é was carried out
on a poplar-Oz-organosolv lignin,1? before and after CuO treatment
(176°C, 2N NaOH, 3 hrs). Samples were trimethylsilylated (TMS) with
N,O-bis-(trimethylsilyl)trifluoroacetamide/pyridine. The TMS deriva-
tized monomeric products were identified by GC-MS and quantified by
GC with conditions previously described,16 except for a column temp.
program of 150°C (1 min), 5°C/min to 280°C (hold), injector temp. of
250°C, detector temp. of 280°C, helium carrier gas at a flow rate of 30
mL/min. Docosane was used as internal standard. Analytical error
range of duplicate tests was <5 %. The results are given in the text.

Elemental Analysis of NO2 Treated Lignin. A sample of organo-
solv hardwood lignin was treated with 8.6 equiv. of NO2 in methanol
under the usual procedure. At the conclusion, the reaction mixture
was diluted with 15 mL of Et7O to precipitate the residual lignin. This
mixture was centrifuged and the supernatant decanted. The sediment
was washed with EtpO and the residual lignin was freeze-dried.
Duplicate elemental analyses were performed by Atlantic Microlab, Inc.



(Norcross, GA) for the lignin before and after treatment; the agreement
was good between duplicate sets.

Starting lignin: C, 57.21%; H, 6.24%; N, 0.40%; O, 36.15% (by difference)
Reacted lignin: C, 48.40%; H, 5.16%; N, 2.62%; O, 43.83% (by difference)
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